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Product: HC5519
Construction: Hot dip galvanized after welding
Materials: Steel hot dip galvanized after welding (GAW)
Specification: HC 1/2 x 1/2 x 19 ga
Mesh count: 1/2" x 1/2" centre to centre (12.7 mm x 12.7 mm centre to centre)**
Wire dia.: 19 ga (approx. .041”, 1.04 mm)**
Clear opening: .46” (11.68 mm)**
% open area: 82**
Weight: 28 lbs/csf (12.70 kgs/csf)**


